Boeing D6-17487:
Exterior and General Cleaner and Liquid Waxes, Polishes and Polishing Compounds.

Douglas Aircraft Company CSD #1:
Type |: Materials and Procedures for General Exterior Cleaning of Painted and Unpainted Surfaces.

Aircraft Maintenance Specification AMS 1526B
Material and Procedures for General Exterior Cleaning of Painted and Unpainted Surfaces.

Pratt & Whitney PWA 36604 Approval of Cleaners used in Manufacture and Overhaul of Parts.

MIL-PRF-29602A Cleaning Compounds for Parts Washers and Spray Cabinets
Type I: Water Soluble Liquid Concentrates.

SW-8 OzzyJuice®

Aircraft & Weapons Degreasing Solution
Certifications and Approvals:

TEST Method
sandwich corrosion e ASTM F1110
hydrogen embrittilement ASTM F519-93
total immersion corrosion ASTM F483
cadmium removal ASTM 483
low embrittling cadmium plate ASTM F1111
stress corrosion ASTM F945
hot corrosion e ePWA 36604 Revision B
stock loss corrosion ® e o ARP 1755B

titanium stress corrosion e @ o o MIL-PRF-29602A

@ American Society for Testing and Materials

@ @ Pratt&Whitney 36604 Approval of Cleaners used in Manufacture and Overhaul of Parts

@ ® ® Acrospace Recommended Practice
® @ ® @ \lilitary Specification-Cleaning Compounds For Parts Washers and Spray Cabinets
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clear to yellow liquid
low / pleasant aroma
0.9996 g/mL

8.74
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